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CO:2 hydrogenation on Fe-based catalysts doped with potassium in gas phase
and under supercritical conditions
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Figure S1 XRD patterns of FeCuK/Sibunit and FeK/Sibunit catalysts.
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Figure S2 TEM image of FeCuK/Sibunit catalyst.



